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Table 2: Analytical cases 


Table 1: Variation of coating

Fig. 1: Slip coefficient vs. thickness of coating 
 




  



 
(a) Topview of seriesA          (c) Topview of seriesI (partial) 






  





(b) Side view of seriesA         (d) Sideview of seriesI (partial) 

Fig. 2: Examples of joint shape for analysis 
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